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The following table shows the production for 1950 and planned production
for 1951 of six firms of the vVB(Z) Alu. ®
Leichtmetallwerk Rackwitz 1950 Production 1951 Planned _E_%gductiug
in tons except as noted
Moulded aluminum alloys 2,087 1,600
Cast aluminum alloys 2,032 900
Magnesium alloys in blocks 450 500
Bronze wire i , 46 90
Aluminum wire 208 200 ]
Wire of eluminum alloys 88 100 :
Cast aluminum 540 600
Cast magnesium 276 200
VYarious sluminum alloys 2,310 1,500
Aluminum alloys in sheets - 610
Yetallwerk Mergeburg
Recast aluminum and aluminum alloyse 1,487 2,000 :
Sheet aluminum 1,756 1,500 b
Zinc plating 139 2490
Cast steel and cast iron fittings 120 1390
Fittings for repairs 13 20 i
Cast brass 38 3 i
Cant red brass - 200 i
Metallgehmelzwerk Finkenheerd
1
Recast &luminum alloys 2,550 ;
Cast aluminum alloys _ 200 %
Cast magnesium alloys i 10 i

Sulphuric acid from pyrites {tons of 503) 178
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Extra=plen Pr-iuction 1950 Production 1931 Planned Production .
in tons except as notedj 3

Recast alvu ram alloys - 1,000 ' ;
Cast oluminum alloys -- 40 3

4Aluniniughiitte Lavtawerk

Py

Cast iron 100 360
Cast aluminum : 30 50 1
Beriliner “albzeu.-serke (Deutsche Lessingwerke) .
Recast zinc 2,135 2,200 3
Brass blanks 55 10C 1
Copper vipes 500 1,070
Copper bars 550 540
Copper sheetls 100 100
Copper wire 250 200 E
Copper bands 100 100
Brass pipes 370 900
sass bars £80 280
Brass sheets 300 300
Brass bands 300 300
Brass wire 250 . 300
Bronze disecs 50 50
Al-Cu-Mg sheets 2{0y] 400
Aluminum bands 10 100
Al-Cu=~lg bars 200 200
Aluminum wire : 150 100
Zinc ploting 250 160
Brass blocks 1,200 ==
Bronze bars 400 520
Bronze pives 130 200
ronze castings 528 600
Bronze blanks 5 --
Bronze counling bearings {ench) 107,000 135,000 E
Hiittenwerke Niederschineweidg "
\iire bars 5,600 5,400
Refined copper 2,000 2,000
Refined copper, on subcontract 1,000 e
Red brass 2,000 2,000
Brass 200 1,500
Soft lesd . 500 500
Soft lead, on subcontract 500 2,700
Lead alloys 100 100
Aluminum slabs 400 1,000
Rolled aluminum sheets 500 -
i#olled aluminum sheets, on subcontract 100 - 3
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